
 
 

 

 

Overview of the Properties of the Certified Fluorescence Quantum Yield Standards 

 

Products Excitation 

wavelength range 

Fluorescence 

wavelength range 

QY Uncertainty2) 

BAM-F019 335 nm - 390 nm 415 nm – 610 nm 0.53 0.07 

BAM-F016 365 nm - 435 nm 460 nm – 775 nm 0.59 0.04 

BAM-F018 415 nm - 490 nm 525 nm – 800 nm 0.459 0.024 

BAM-F011 460 nm - 510 nm  490 nm – 650 nm 0.88 0.05 

BAM-F015 485 nm – 535 nm 510 nm – 655 nm 0.96 0.05 

BAM-F017 470 nm - 565 nm 565 nm – 800 nm 0.61 0.03 

BAM-F020 510 nm – 570 nm 540 nm – 735 nm 0.89 0.07 

BAM-F022 465 nm – 620 nm 680 nm – 1100 nm 0.127 0.009 

BAM-F023 480 nm - 635 nm 670 nm – 1000 nm 0.212 0.013 

BAM-F021 575 nm – 650 nm 620 nm – 860 nm 0.151 0.010 

BAM-F014 650 nm – 745 nm 685 nm – 1005 nm 0.298 0.025 

BAM-F013 690 nm – 795 nm 750 nm – 1010 nm 0.149 0.008 

 

2) Estimated expanded uncertainty U (k = 2), corresponding to a level of confidence of approx. 95 %  


